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CERTIFICATE

dajc
11061-0806 C Si Mn P S Cr Cu Ni Ti V Mo Al Pb W Fe

AVE 0.493 0.262 0.572 0.032 0.004 0.053 0.057 0.038 0.002 0.004 0.008 <0.001 0.001 0.033 98.397 

SD 0.003 0.003 0.004 0.000 0.000 0.001 0.003 0.001 0.000 0.000 0.003 0.001 0.001 0.002 0.012 

RSD(%) 0.702 1.006 0.773 0.699 11.022 2.738 6.064 1.874 7.448 10.839 35.349 7.482 116.960 5.628 0.012 

1 0.493 0.265 0.567 0.032 0.004 0.055 0.056 0.038 0.002 0.003 0.011 <0.001 0.003 0.033 98.380 

2 0.488 0.258 0.571 0.032 0.004 0.053 0.052 0.039 0.002 0.004 0.012 <0.001 <0.001 0.031 98.410 

3 0.494 0.261 0.573 0.032 0.003 0.053 0.055 0.038 0.002 0.004 0.006 <0.001 0.001 0.036 98.401 

4 0.491 0.261 0.579 0.032 0.003 0.053 0.061 0.038 0.002 0.004 0.007 <0.001 <0.001 0.033 98.389 

5 0.498 0.264 0.570 0.033 0.003 0.051 0.059 0.037 0.002 0.004 0.005 <0.001 <0.001 0.034 98.404 

dajc
11061-0806 Ag As B Be Bi Ca Cd Ce Co Ga La Mg N Nb Sb

AVE <0.001 0.009 0.002 <0.001 <0.001 <0.001 <0.001 0.006 0.007 <0.001 <0.001 <0.001 0.014 0.010 0.013 

SD 0.000 0.000 0.000 0.000 0.000 0.000 0.000 0.002 0.001 0.000 0.000 0.000 0.002 0.001 0.007 

RSD(%) 0.000 4.263 4.506 0.000 0.000 0.000 0.000 41.069 14.520 0.000 0.000 0.000 11.426 8.680 55.510 

1 <0.001 0.010 0.002 <0.001 <0.001 <0.001 <0.001 0.009 0.008 <0.001 <0.001 <0.001 0.012 0.010 0.022 

2 <0.001 0.009 0.002 <0.001 <0.001 <0.001 <0.001 0.007 0.006 <0.001 <0.001 <0.001 0.013 0.009 0.014 

3 <0.001 0.009 0.002 <0.001 <0.001 <0.001 <0.001 0.003 0.008 <0.001 <0.001 <0.001 0.014 0.009 0.010 

4 <0.001 0.009 0.002 <0.001 <0.001 <0.001 <0.001 0.003 0.006 <0.001 <0.001 <0.001 0.016 0.009 0.016 

5 <0.001 0.009 0.001 <0.001 <0.001 <0.001 <0.001 0.007 0.007 <0.001 <0.001 <0.001 0.014 0.011 0.003 

We hereby certify the above test results described herein  are implemented in accordance with the requirements of relevant standards，
True and reliable data.
我们特此证明，上面的检测结果完全是按照检测相关标准要求执行的，数据真实可靠。

Raw Material Manufacturer( 原材料的生产商）: 

Location( 地址）:  Paotai  town Dalian 116023 China  
                            大连普湾新区炮台镇桥东村
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Requirements( 标准要求）: acc. DIN17243
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